Crucial interactions of functional pyrenes with graphite in electrodes for lithium-ion batteries – Supporting information
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Figure S 1:	Nyquist plot of pristine, carboxy and butylcarboxy samples of symmetrical cells at 0.01 V vs. Li+/Li.
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[bookmark: _GoBack]Figure S 2:	Fitting parameters (a) and modelled Nyquist plots of the pristine (b), carboxy (c) and butylcarboxy (d) samples of symmetrical cells at 0.01 V vs. Li+/Li.
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